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Effects of Step Size (Fe2O3) 
 

Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.01 Default, Range 0.0002~10 

 

 

 

Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.001, Range 0.0002~10 

 

 

 



Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.0002, Range 0.0002~10 

 

 

 

 

Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.02, Range 0.0002~10 

 

 

 



Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.1, Range 0.0002~10 

 

 

 

 

Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 29 sec. 

Step Size=0.2, Range 0.0002~10 

 

 

 



Scan Mode=1D Scan, Kβ Filter=None, Scan 28o ~ 38o 

3 min 44 sec. 

Step Size=1, Range 0.0002~10 

 

 


